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EFFECTS O F  NATURAL CHEMICAL IMPURITIES A N D  CRYSTALLITE 

ORIENTATION ON THE EROSION BEHAVIOR O F  

ARTIFICIAL GRAPHITE 

By Howard G. Maahs 
Langley Research Center 

SUMMARY 

The effects of natural chemical impurities and crystallite orientation on the erosion 
behavior of several  artificial graphites have been determined in a Mach 2 a i rs t ream with 
a stagnation-point pressure  of 5.6 atm and a nominal total enthalpy of 2.27 MJ/kg. The 
parameters  selected for  assessing the erosion behavior of the graphites were total reces­
sion for a given test  duration AZ, linear stagnation-point mass  loss  ra te  myand 
stagnation-point surface temperature Ts. 

Some of the graphites tested eroded evenly with smooth aftertest surfaces, whereas 
others eroded unevenly, with rough, pitted surfaces.  For  those graphites which eroded 
evenly, the presence of natural chemical impurities had the effect of producing higher 
values of A l ,  m, and Ts. For  those graphites which eroded unevenly, the effects of 
natural chemical impurities were qualitatively s imilar  but not as large. 

Crystallite orientation proved to have little effect on erosion behavior provided Ts 
for  the different orientations was the same; however, since the thermal conductivity of 
graphite depends on i ts  crystallite orientation, Ts varied with orientation for a given 
graphite specimen when the specimen was tested in contact with a heat sink. Higher 
values of Ts were attained when the across-grain direction of the graphite was  in con­
tact with the heat sink. Accompanying these higher values of Ts were higher values 
of A1 and m. These effects were observed for  those graphites which eroded evenly; 
for  those graphites which eroded unevenly, there  was no discernible effect of orientation 
on Ts, A,!, o r  m even when the specimen was tested in contact with a heat sink. 

For  any given graphitc and impurity level, m w a s  found to be a function of Ts 
alone, being virtually independent of crystall i te orientation, level of heat flux, and thermal 
conduction from the specimen. Because of this dependence of erosion rate  on surface 
temperature, it was reasoned that the erosion process was not controlled solely by the 
diffusion of oxygen to the reacting surface. 

The graphite erosion ra tes  obtained in this study are much slower than oxidation 
rates  predicted by some commonly accepted kinetic models and, in addition, are even 



slower than diffusion-control predictions. Furthermore,  the apparent activation energy 
calculated for  the erosion process  is approximately 1/3 to 1/6 of the activation energies 
commonly reported for  oxidation. One possible explanation for  both of these results is 
that at the present tes t  conditions the carbon-oxygen reaction has a lower true activation 
energy than has often been assumed. 

INTRODUCTION 

Artificial graphite is a material  having recognized utility for  many high-temperature 
applications. One application fo r  which it appears particularly attractive is as a nose 
tip on reentry vehicles, particularly for  those encountering the higher stagnation pres­
su res  a t  which charring ablators lack sufficient mechanical integrity. Artificial graphite 
is, however, not one single material  but is representative of an  entire c lass  of industrially 
manufactured carbonaceous materials. Specifically, the te rm "artificial graphite" con­
ventionally refers  to the common, commercially manufactured graphite composed of a 
carbon filler phase held together with a carbonized binder phase, which mixture has been 
graphitized as one body. Because of the wide variations in formulation and manufacturing 
techniques, artificial graphites vary considerably in their  chemical, structural ,  thermo­
physical, and mechanical properties. These properties include, among others, the con­
centration of natural chemical impurities and the degree of preferential crystallite 
orientation. 

Changes in either chemical impurity concentration o r  crystall i te orientation o r  in 
both could affect the erosion behavior of an artificial graphite. For  example, it is well 
known that the majority of chemical elements, when present in graphite as impurities, 
accelerate the oxidation rate  of the graphite (see, for  example, ref. 1). Furthermore,  i t  
has been shown that the particular chemical impurities which occur naturally in conven­
tional artificial graphite, when considered as a group, should also accelerate i ts  oxidation 
rate  i r e f .  1). Preferential crystallite orientation in artificial graphite has, in addition, 
been suspected of being an important factor affecting oxidation rate  (see, for example, 
ref. 2). It is recognized, however, that the rate  of the oxidation reaction alone does not 
necessarily determine the rate  of total erosion of artificial graphite in a dynamic 
environment. Mass transport  of oxygen to the reacting surface, sublimation, mechanical 
removal of fine particulate matter o r  grains, and spallation may also contribute. Conse­
quently, the extent to which natural chemical impurities and crystall i te orientation of 
artificial graphite affect i t s  erosion rate  or ,  more generally, i t s  overall performance in 
a dynamic environment is not known. 

The present investigation was undertaken to determine experimentally the magnitude 
of the effects, if any, which natural chemical impurities and crystall i te orientation have 
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on the erosion behavior of artificial graphite in  a representative reentry environment. 
In this report  are presented the resul ts  of this experimental study. The parameters  
selected for  assessing this  behavior were total recession for a given test  duration, l inear 
stagnation-point mass  loss  rate, and stagnation-point steady-state surface temperature. 
The dynamic tes t  environment was a Mach 2 airs t ream with a stagnation-point pressure  
of 5.6 atm and a nominal total enthalpy of 2.27 MJ/kg. Heating rates were nominally 
540 W/cm2. 

SYMBOLS 

A1 total specimen length change resulting from 30-second exposure to test 
environment, cm 

m l inear mass  loss  ra te  at stagnation point, g/cm2sec 

AD diffusion-controlled stagnation-point mass  loss  ra te  for  0.635-cm-nose­
radius body, g/cm2sec 

qcw stagnation-point cold-wall heating ra te  (cold-wall temperature, 333' K), 
W/cm2 

TS stagnation-point surface temperature at  steady state, OK 

Other notation: 

A/G across  grain 

Pure  specially purified form 

Std standard (impure) form as conventionally supplied by manufacturer 

W/G with grain 

EXPERIMENTAL EQUIPMENT AND PROCEDURE 

Test Environment 

The tes t  environment consisted of a nominal Mach 2 a i r s t ream with a nominal total 
enthalpy of 2.27 MJ/kg and a stagnation pressure  of 5.6 atm. Heating rates were nomi­
nally 540 W/cm2. This test environment was obtained in  the Langley arc-heated 
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mater ia ls  je t  described in reference 3. Stagnation pressures  and heating ra tes  in the 
tes t  s t ream were measured with a calibrated pressure  probe and a calibrated Gardon 
foil asymptotic calorimeter,  respectively. Stream enthalpy was calculated using the Fay 
and Riddell equation (ref. 4). 

Test  Specimens 

The graphite tes t  specimens, shown schematically in figure 1, were machined from 
graphite billets as supplied by the manufacturer. The specimens were 1.270-cm­
diameter hemisphere-cylinders, 1.905 cm long with nose radii of 0.635 cm. During an 
ablation tes t  the specimens were mounted either directly in a water-cooled holder o r  in a 
1.905-cm-long phenolic-asbestos insulator which was in turn mounted in the water-cooled 
holder (see fig. 1). In several  tes ts  in which the specimens were mounted directly in the 
water-cooled holder, a small  gap was set  between the base of the specimens and the front 
face of the holder s o  that the specimens and the holder were in poor thermal contact. 

A l i s t  of the graphites studied, along with selected properties of each, is given in 
table I. These several  graphites were selected to represent a range in density and max­
imum grain s ize  and two different filler carbons. In order  to study the effect of natural 
chemical impurities, four of these graphites were obtained from the manufacturer in a 
specially purified form in addition to the conventionally supplied form; throughout this 
report  these forms are referred to as "purified" and "standard," respectively. Purifi­
cation was reportedly accomplished by high-temperature halogenation of the standard 
form of the graphite. The ash content and total impurity content of the graphites studied 
were determined as described in reference 1. A breakdown of the total chemical impu­
r i t ies  in each of these graphites into separate chemical elements is also given in 
reference 1. Filler-carbon type and maximum grain (filler particle) s ize  were furnished 
by the manufacturer. BGlk density was calculated from the measured dimensions and 
mass  of three accurately machined cylinders selected at random from a billet of each 
graphite. Anisotropy ratio (a measure of preferential crystall i te orientation) was deter­
mined by X-ray diffractometry by using the method of Bacon (ref. 5). This ratio is a 
measure of the relative number of crystallite faces lying in a plane parallel  to the 
across-grain direction of the graphite to those lying in  a perpendicular plane (i.e., in the 
with-grain direction). The ratio has a value of unity when the crystall i tes in the graphite 
are completely randomly oriented, and i t  decreases  toward zero as crystall i te orientation 
increases. 

Instrumentation and Data Analysis 

Instrumentation used for  measuring the ablation behavior of the graphite specimens 
consisted of a bench micrometer (direct reading in inches to 0.0001 inch (0.00025 cm)), 
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a motion-picture camera  with a framing rate of 200 frames/sec,  and a continuous-
recording photographic pyrometer. (The theory and operation of the pyrometer used is 
described in reference 6.) The parameters  selected fo r  evaluating ablation behavior 
were total length change A2 resulting from a 30-second exposure to the tes t  environ­
ment, l inear stagnation-point m a s s  loss  ra te  m, and steady-state stagnation-point su r ­
face temperature Ts. Total length change was obtained from length measurements of 
the specimen before and after test. Linear mass  loss  rate was determined from the 
motion-picture film record of the eroding specimen as follows. Specimen length as a 
function of time was obtained from the film record of the specimen with the aid of a 
motion analyzer. These data  were then plotted as shown in the sample plot in figure 2. 
Specimen length showed an initial increase due to thermal expansion of the graphite but 
soon passed through a maximum and thereafter decreased continuously because of erosion. 
Mass loss  rate was determined over the l inear portion of this decrease by multiplying the 
slope of the curve (obtained from a least-squares fi t  of the data) by the bulk density of the 
graphite. Steady-state stagnation-point surface temperature was determined from the 
motion-picture film record obtained with the photographic pyrometer. Stagnation-point 
surface temperatures as a function of t ime were obtained from this record and plotted as 
shown in figure 2. For  determining these temperatures, the emissivity of graphite was 
taken to be 0.94 (refs. 7 and 8). The representative stagnation-point surface temperature 
was taken as the steady-state maximum temperature attained during the run. In all cases,  
this temperature was reached during the l inear portion of the length-time curve. 

Typical Test  Sequence 

A typical tes t  sequence proceeded as follows. The magnetically rotated electric-
arc air heater was s tar ted and 12  seconds were allowed for  the arc to stabilize and the 
tes t -s t ream environment to become established. The motion-picture camera  and photo­
graphic pyrometer were started and the tes t -s t ream heating rate  was measured. The 
graphite specimen to be tested was inserted into the s t ream and allowed to remain for  
30 seconds. After retraction of the specimen, a final heating-rate measurement was 
made. Each event in this sequence was executed automatically and controlled by a preset  
programer.  

RESULTS AND DISCUSSION 

Ablation data  obtained for  the various graphites studied are presented in  table II. 
These data are divided into two groups: those obtained without insulation between the 
specimen and the water -cooled holder, and those obtained with insulation. The ablation 
data  presented are total recession in 30 seconds AZ, l inear m a s s  loss  ra te  m, and 
steady-state surface temperature Ts. Crystallite orientation of the graphites is listed 
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as A/G (across  grain) or W/G (with grain) depending on whether the test s t ream 
impinging on the hemispherical nose of the test specimens is parallel to the across-grain 
or  the with-grain direction of the graphite. Chemical impurity level is listed as Std 
(standard, that is, as conventionally supplied) o r  Pure (specially purified). Also indi­
cated is the cold-wall heating rate qcw at which each graphite was tested. Although 
attempts were made to maintain the heating ra te  near  530 W/cm2 during the various 
tests,  some small  variation about this value occurred. In one test series the heating rate 
was intentionally set at the higher value of 655 W/cm2. 

Two of the graphites tested, CDG and ATL, eroded unevenly and produced rough, 
pitted surfaces. Because of excessive erosion, most CDG tests  were terminated at 
20 seconds; these are noted in table II. This roughening behavior of CDG and ATL con­
t r a s t s  with that of the other graphites which eroded smoothly (see fig. 3). The rough, 
irregular surfaces are caused by the mechanical removal of fairly large-sized particu­
late matter (very likely filler particle grains) accompanying the thermochemical oxida­
tive removal. Such particle removal is evident from luminous t races  observable in the 
motion-picture film record. The experimental mass  loss  ra tes  reported in table IT for  
these graphites must be considered as rough approximations only, since these graphites 
eroded highly unevenly, developed a conical shape, and did not always erode linearly with 
time. A more thorough discussion of the phenomenon of particle removal can be found in 
reference 9. 

Effects of Natural Chemical Impurities 

In figures 4 and 5 are graphically presented the pertinent data  from table II which 
demonstrate the effects of natural chemical impurities on ablation behavior. Figure 4 
presents the data for  those graphites which were tested while in thermal contact with the 
water-cooled holder, whereas figure 5 presents the data for  those graphites tested while 
insulated from the holder. In each of these figures, the ablation behavior of the standard 
and purified forms  of the graphites are compared in t e rms  of A l ,  m, and T,. To rule 
out th'e possibility that chemical impurity effects may also depend on crystall i te orien­
tation, the graphites were tested in both the A/G and W/G directions and are so iden­
tified in the figures. 

The effects of natural impurities in those graphites which eroded evenly are seen in 
figures 4(a) to 4(f) and 5(a) and 5(b). The standard (impure) forms erode at a faster  ra te  
and reach higher surface temperatures than the purified forms. These higher erosion 
ra tes  and surface temperatures can be explained in t e rms  of the catalytic accelerating 
effect of the impurities on the oxidation ra te  coupled with the fact that the oxidation reac­
tion of carbon is exothermic: the impurities in the graphite accelerate i t s  oxidation rate 
with a resulting increase in observed erosion rate. This increased oxidation rate at the 



same time causes an increase in heat input to the specimen as a result  of the exother­
micity of the reaction and thus dr ives  the surface temperature higher. This higher tem­
perature further increases  the oxidation rate, which in  turn further increases  m and 
T,, and so  on, until a steady s ta te  is established where m and Ts are greater  than 
for  the uncatalyzed case. The largest  increases  noted in  this study were about 20 per­
cent for  both A2 and m and about 10 percent (or 200' K) for  Ts. For each graphite, 
comparison of the data  for  the A/G direction with that for the W/G direction (e.g., 
comparison of fig. 4(a) with fig. 4(b)) shows that the effects of impurities on ablation 
behavior are qualitatively the same  independent of crystall i te orientation. 

The ablation data for  those graphites which eroded unevenly are shown in fig­
u res  4(g) and 4(h) and 5(c) and 5(d). The effects of impurities are not as clear-cut for  
these graphites as for  the evenly eroding graphites. However, although there  are excep­
tions, as before, the standard (impure) forms  tend to erode a t  a faster rate. Certainly 
the impure forms reach higher surface temperatures.  This result  is consistent with the 
previous statements regarding the exothermic nature of the reaction. Responsible for  
the greater  scat ter  in the data for  A1 and m is the fact that some of the erosion is 
caused by mechanical removal of discrete  particles. Such removal is dependent on the 
graphite microstructure,  localized stresses, voids, cracks,  and so  forth, and hence is 
unpredictable and errat ic .  This lack of predictability in A1 and m poses few prac­
tical problems in reentry applications, however, because in the usual practical  situation 
graphites such as these will have little, if any, usage. 

The foregoing resul ts  demonstrate that for  those graphites tested, the presence of 
natural chemical impurities increases  erosion rate  and surface temperature above those 
which would resul t  if the impurities were not present. Since the type of natural impuri­
t ies occurring in most artificial graphites is s imilar  (ref. l), these resul ts  may, with 
some justification, be extended to other graphites as well. Of course, the magnitude of 
the effects will depend to some degree on the impurity concentration. 

One further point warrants  discussion. It was mentioned in the section "Experi­
mental Equipment and Procedure" that the purification of the graphites was accomplished 
by high-temperature halogenation. It may be presumed that the halogen was chlorine. 
Since chlorine is known to be an effective oxidation inhibitor (ref. l), the possibility 
exists that residual chlorine contained in the purified graphites is inhibiting oxidation and 
that this chlorine is responsible fo r  the lower erosion rates instead of the lower impurity 
content being responsible. This possibility is considered remote, however, because any 
residual chlorine should be depleted before the specimen reached steady-state ablation. 
Even in the unlikely event that chlorine inhibition did play a role, the present resul ts  
would s t i l l  be applicable to the usual practical situation because purification of graphite 
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is conventionally accomplished with chlorination. Because chlorine has the desirable 
effect of inhibiting carbon oxidation, it would be particularly attractive for  study in itself. 

Effects of Crystallite Orientation 

In figures 6 and 7 are graphically presented the pertinent data  from table 0which 
demonstrate the effects of crystall i te orientation on ablation behavior. Figure 6 presents 
the data for  those graphites which were tested while in thermal contact with the water-
cooled holder, whereas figure 7 presents the data for  those graphites tested while insu­
lated from the holder. Comparisons of the ablation behavior for  the different orientations 
of the graphites are made in t e rms  of A l ,  m, and Ts and the two orientations are 
identified as A/G or  W/G as before. Most of the graphites were tested in both the 
standard and purified forms. 

The effects of crystall i te orientation for  those graphites which eroded evenly and 
were mounted directly in  the water-cooled holder are seen in  figures 6(a) to  6(h). These 
effects are smaller  and not as obvious as those ar is ing from differences in  chemical 
impurity content. In these plots most of the data indicate a tendency for higher values of 
A1 and m in the A/G direction than in the W/G direction, although considerable 
overlap of the data sometimes exists. The L1 data (fig. 6(h)) show an  apparent exception 
to  this  tendency, that is, m values in the W/G hrec t ion  are slightly larger  than those 
in  the A/G direction. But, contradictorily, the A2 values are slightly larger  in  the 
A/G direction. It is believed, however, that the A1 values more  likely indicate the t rue  
effect, if any, because they result  from more direct  measurements than the m values. 

Considering the effect of crystallite orientation on Ts as shown in figures 6(a) to 
6(h), there is little question that a higher Ts is reached in the A/G direction. This 
result is consistent with A1 and m also being higher. The largest  temperature dif­
ference noted was about 5 percent (or 100' K). 

Since the edges of a graphite crystallite are reportedly more  reactive with oxygen 
than the faces (see, for instance, ref. 2), erosion in the W/G direction might be expected 

to be faster.  This apparent contradiction to the present resul ts  is easily resolved, how­

ever,  when it is recognized that thermal conductivity also depends on crystallite orienta­ 

tion and that i t  is highest in the W/G direction. Since the specimens were mounted in 

a water-cooled holder (an effective heat sink), the higher thermal conductivity in the 

W/G direction resulted in Ts being lower, and this lower Ts resulted in a lower 

A1 and m. Evidently the tendency for the reaction to be fas te r  in that direction because 

of the preferential exposure of crystallite edges was masked by the temperature depen­

dence of the reaction rate. 


To-determine the magnitude of the difference in reactivity in the A/G and W/G 
directions a t  a common Ts,several  specimens were tested while insulated from their  
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holders. The data for  these tests are presented in figures 7(a) and 7(b). No longer are 
there  any differences in T,, A l ,  o r  m for  the two orientations. The fact that the 
erosion rates for  both orientations are essentially the same implies that whatever differ­
ence in  reactivity may exist between the edges and faces of the crystall i tes themselves is 
unimportant in affecting total erosion rate. 

The ablation data for  CDG, a graphite which eroded unevenly, are shown in fig­
u res  6(i) and 6Q). For this graohite, the effects of crystall i te orientation are negligible, 
o r  at  least  the scat ter  in the data  is such that no clear trends are discernible; this is t rue 
of Ts as well as of A1 and m. However, as stated previously, a graphite such as 
this will have little, if any, practical  usage for  reentry applications, and consequently i t s  
lack of well-defined, reproducible behavior is of little practical concern. 

The foregoing resul ts  indicate that for those graphites tested, crystall i te orientation 
in itself has a negligible effect on ablation behavior provided the surface temperatures are 
the same. Extension of this result  to other artificial graphites seems reasonable as long 
as they are not considerably more  oriented than the graphites tested in this  study. On 
the other hand, the ablation behavior of an artificial graphite can vary with crystall i te 
orientation if the conditions of the application are such that thermal conduction from the 
graphite can occur to an extent sufficient to affect i t s  surface temperature. The magni­
tude of the effect will, of course, depend on the degree of crystal  anisotropy of the partic­
ular  artificial graphite. 

A comparison of the erosion rates of ATJ and ATJS can be made from the data in 
figures 4(a) to 4(d), 5(a) and 5(b), and 6(a) to 6(d). These data indicate that both the 
standard and purified forms  of ATJ erode a t  a faster  ra te  than the corresponding stan­
dard and purified forms  of ATJS. 

Comparisons With Diffusion-Controlled Predictions 

From analysis of the present data, i t  becomes apparent that the erosion rate of arti­
ficial graphite at the present test conditions is not controlled by the diffusion of oxygen to 
the reacting surface, nor is this ra te  nearly as high as predicted by diffusion-control 
theory. This is in spite of the fact that tile present tes t  conditions are well within the 
range proposed by Scala as being diffusion controlled (ref. 10). This lack of diffusion con­
trol  is evident from the fact that chemical impurities in a graphite increase i t s  erosion 
rate  and that surface-temperature differences arising from differences in crystall i te 
orientation lead to differences in erosion rate. The dependence of erosion rate on tem­
perature is shown in figure 8, in  which the data for  each graphite tested are plotted on an 
Arrhenius plot. The predicted diffusion-controlled ra te  l imit  of Scala (ref. 10) and the 
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somewhat lower predicted l imit  of Miller and Sutton (ref. 11) are shown fo r  comparison. 1 

Mass loss  rates predicted by Scala's "slow" kinetics are considerably la rger  than these 
diffusion-controlled predictions. For instance, at 1= 5.6 X 10-4OK-l (Ts= 1785' K), 
the mass  loss  ra te  is predicted to be 0.16 g/cmzsec,TSwell off the top of the graph. 

In figure 8, the values of m for those graphites which eroded evenly cluster about 
a general  trend line with temperature, whereas the data for those graphites which eroded 
unevenly are scattered with no apparent trend. To emphasize the trend of m for  those 
graphites which eroded evenly, a dash line has been drawn by inspection through the data. 
From this line, an apparent activation energy for  the erosion process  was calculated to be 
about 30 kJ/mole. This value is considerably lower than the activation energies often 
associated with the carbon-oxygen reaction. For  instance, Scala (ref. 10) cites a body of 
l i terature values between 75 kJ/mole and 185 kJ/mole and selects 180 kJ/mole as the 
most representative. On the other hand, the present value of 30 kJ/mole is much higher 
than that expected for  a diffusion-controlled process,  the activation energy of which 
should approach zero. It is possible, therefore, that the graphite erosion process  at the 
present test  conditions is neither strictly chemically controlled nor strictly diffusion con­
trolled but is in an intermediate, o r  transition, regime. (Day, Walker, and Wright 
(ref. 13) reached a s imilar  conclusion upon obtaining apparent activation energies between 
roughly 10 kJ/mole and 33 kJ/mole for  the oxidation of carbon in a dynamic system at a 
pressure  of 1 atm and at surface temperatures in the same range as those of the present 
study.) But, although the assumption of the present erosion process  being in a transition 
regime would explain the low apparent activation energy, it is not simultaneously consis­
tent with the fact that the data  are far below (roughly one-half) the predicted diffusion-
controlled limit. For  diffusion to have much effect on the oxidation process  (i.e., for  the 
process to be in a transition regime) the predicted diffusion l imit  would have to be con­
siderably lower. 

There are reasons other thari the process  being in  a transition regime, however, 
whicn could account for  the low apparent activation energy. One of these is that in addi­. 
tion to the oxidative removal of mass,  some mass  is also very likely lost  in the form of 
discrete particles as a result  of mechanical and aerodynamic forces  (ref. 9). Such par­
ticle removal is more easily observed fo r  those graphites which eroded unevenly, but it 

'The diffusion l imits shown in figure 8 are for  a 0.635-cm-nose-radius body, the 
initial geometry of the specimens. However, by using the method of reference 12 and the 
photographs of the specimens in  figure 3, effective nose radii can be calculated which 
enable adjustment of these diffusion l imits for  the actual shapes attained by the specimens
during test. According to such calculations, the diffusion l imits for  the ATJ, ATJS, and 
L1 specimens should be somewhat lower - approximately 0.046 g/cm2sec for refer­
ence 10 or  0.040 g/cm2sec for  reference 11. The diffusion l imits  for  ATL and CDG 
should be higher by a factor of between 1-2 

1 and 2; however, these l imits  are of little 
significance since a large par t  of the total erosion ra tes  of these specimens is due to par­
ticle removal in addition to oxidative removal. 
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very likely also occurs  to some extent from those graphites which eroded evenly. Since 
particle removal should be largely dependent on the pressure  and flow field, but dependent 
on temperature only to the small  extent that i t  may be linked with oxidation, a contribution 
of particle removal to the total erosion process  will lower the apparent activation energy 
of the process  below that of pure oxidation. Such particle removal could not, however, by 
itself account for  the observed mass  loss  ra tes  being lower than diffusion-controlled 
predictions. Accordingly, particle removal does not seem to be a likely explanation. 

One intriguing possible solution to this apparent contradiction may be that the t rue  
activation energy of the oxidation process  itself is lower at the present test conditions 
than assumed by Scala. That this may actually be the case is not without foundation. For 
instance, a number of authors (refs. 14 to 18) have published experimental data obtained 
with great ca re  to minimize o r  eliminate diffusional complications. These data  indicate 
that the oxidation rate  of carbon passes  through a maximum with increasing temperature, 
the maximum occurring in the temperature range from 1500' K to 2300' K depending on 
the carbon type and the tes t  conditions. Moreover, such a maximum has been demon­
strated to be possible solely on the basis of theoretical thermochemical and kinetic con­
siderations (ref. 19). In view of these reported resul ts  it is not entirely improbable that 
the low apparent activation energy of the present process  might simply be a manifestation 
of a decrease in  t rue  activation energy of the oxidation process  at higher temperatures. 
To establish o r  disprove this point would require a separate comprehensive study in 
itself, but since a commonly accepted theory of high-temperature ablation of graphite 
would be markedly affected were it proven to be true, such a study seems to be justified. 

Also of interest  from the present data is the implication that for  a given artificial 
graphite at a given impurity level and at the tes t  conditions of this study, m is a function 
largely of Ts alone, being virtually independent of the level of heat flux and thermal con­
duction from the graphite specimen and of crystallite orientation. This suggests that 
m a s s  loss  rate is independent of temperature distribution and heat-flow path within the 
specimen which, in turn, implies that the ablation process  is largely a surface 
phenomenon. 

Although incidental to the main purpose of the present investigation, one might rea­
sonably ask if there  is any significance to the fact that the graphites which reached the 
highest temperatures also eroded unevenly (see fig. 8). To answer this question, one 
specimen of CDG was tested at  an intentionally very low heating rate to produce a low su r ­
face temperature. The surface temperature obtained was 1730' K (& = 5.8 x 10-4 OK-!], 

at which temperature the graphite still eroded unevenly with considerable particle removal 
and the mass  loss  ra te  was virtually the same as fo r  the other CDG specimens. This tes t  
indicates that it is not necessary for  a graphite to reach a surface temperature above 

11 



22200 K (i.e., -' less than 4.5 X fo r  particle removal to occur and, 
TS 

furthermore, that particle removal is more  a function of the particular graphite than of 
the surface temperature. 

CONCLUSIONS 

The effects of natural chemical impurities and crystall i te orientation on the erosion 
behavior of several  artificial graphites have been determined in a representative reentry 
environment. Some of the graphites tested eroded evenly aFd smoothly, whereas others 
eroded unevenly and produced rough, pitted surfaces.  The conclusions of this study are 
listed as follows: 

1. The presence of natural chemical impurities in an artificial graphite can result 
in a higher total recession A l ,  a higher mass  loss  ra te  m, and a higher surface tem­
perature Ts than when the impurities a r e  not present. The largest  effects observed in 
this study were increases  of about 20 percent for  AZ, about 20 percent for  m, and about 

IO percent (or 200' K) for  T,. 

2. Crystallite orientation has a negligible effect on the erosion rate  of artificial 
graphite provided Ts is the same for. both orientations. 

3. Since the thermal conductivity of artificial graphite var ies  with orientation, 
differences in orientation can affect erosion behavior when a heat sink is in contact with 
the graphite. (Higher surface temperatures will be reached when the tes t  s t ream 
impinges on the graphite in the across-grain direction.) The largest  temperature differ­
ences observed in this study were about 5 percent (100' K). Accompanying the higher 
surface temperatures were slightly higher values of A l  and m. No effect of orien­
tation was observed for  those graphites which eroded unevenly. 

4. The graphite erosion ra tes  measured in the present study are significantly slower 
than those predicted by accepted diffusion-control theory and, furthermore,  show a tem­
perature dependence which does not conform to s t r ic t  diffusion-control concepts. 

5. An apparent activation energy for  the erosion process  was calculated from the 
present data to be about 30 kJ/mole (about 1/3 to 1/6 of the activation energies commonly 
reported for  oxidation); also, erosion rates were roughly half of those predicted by 
diffusion-control theory. One possibility which could account for  both of these phenomena 
is that at  the present tes t  conditions the oxidation reaction has a lower t rue activation 
energy than has often been assumed in ablation calculations. 

6. For any given graphite and impurity level, and at the tes t  conditions of this study, 
the ablation process is largely a surface phenomenon, the mass  loss  ra te  being virtually 
a function of Ts alone. 
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7. The standard and purified forms of ATJ erode at a faster rate at a given surface 
temperature than the corresponding standard and purified forms of ATJS. 

Langley Research Center, 
National Aeronautics and Space Administration, 

Hampton, Va., September 3, 1970. 
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TABLE I.- GRAPHITES TESTED 

Graphite grade Supplier Purity Ash content, Total impurities, Maximum grain size, Anisotropy ratio 

(4 1 (b) I ppm 
PPm mm 

ATJ U c  1 1209 460 I pc 1 0.15 1 1.72 I 
25 30 pc 1 .15 1 1.71 .38 

ATJS UC Std 1625 307 PC .15 1.84 .42 
I 

’ATL UC Std 5810 3585 PC 1 .76 1.79 
I Pure 17 22 PC .76 1.78 

CDG uc Std 531 179 PC,LB .41 1.50 
Pure <5 22 PC,LB .41 1.49 

Ll sc Std 709 410 I PC I .15 i 1.54 

Pure <5 22 PC .15 1.83 .48 

--, -1 

asuppliers are: UC, Union Carbide Corporation; SC, Stackpole Carbon Company. 

bPurity designations: Std, as conventionally supplied; Pure, specially purified. 

‘Filler materials are: LB, lampblack; PC, petroleum coke. 

dNot measured. 
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TABLE U.- ABLATION BEHAVIOR 

Graphite grade 
Heating rate, qcw, 

Orientation 1 Purity i Total recession in 30 sec,  AL, 
w/cmz cm

I (b) I 
Data obtained without insulation 

ATJ 530 Std 0.4211 
.4346 
.4514 
.4201 

P u r e  0.3622 
.3668 
.3627 

Std 0.4241 
,3884 
.3919 
.4054 

P u r e  0.3160 
,3533 
.3358 

ATJS 530 Std 0.4001 
.4112 

c.4074 

Pure  ‘0.3376 
c.3457 

,3142 

Std 0.3185 
,3594 

c.3825 

P u r e  c0.3254 
‘.3198 

,2350 

ATJS 655 Pure  0.3787 
.3696 
,3734 

Pure  0.3599 
,3536 
.3564 

~ C D G  550 Std e0.5159 
e.4986 

,8603 

Pure  e0.4752 

e.3813 


,1699 


Std e0.5494 

e.5022 


A946 


P u r e  e0.4910 
e.5517 

,7615 

L 1  550 Std 0.5019 
,4983 
.5138 

Std 0.4912 
.4864 
.5017 

wrys t a l l i t e  orientations: A/G, a c r o s s  grain; W/G, with grain. 

bPurity designations: Std, as conventionally supplied; Pure, specially purified. 

CGap between the specimen and its holder. 

dEroded unevenly, yielded a rough, pitted surface. 

e20-second test. 


M a s s  loss rate, L, Surface temperature; 
g/imzsec OK-7 

0.02826 2170 
.03120 2165 
,03150 2190 
.03023 2155 

0.02441 1965 
.02428 1975 
.02527 1980 

0.03025 2080 
.02709 2040 
.02832 2055 
.02785 2060 

0.02115 1820 
,02433 1890 
.02253 1880 -

0.02737 2155 
,03007 _.__ 

c.02912 c2165 

c0.02824 c2035 
c.02517 %2045 

,02223 1890 

0.02701 2070 
._... 2095 

‘.02848 c2175 

c0.02508 C1955 
c.02273 c1950 

,02165 1770 

0.02537 2070 
,02389 2040 
,02382 2055 

0.02440 1965 
,02464 1945 
,02324 1930 

0.03938 2330 
.04588 2335 
.04940 2310 

0.03825 2250 
..___ 2250 
,04066 2260 

,04499 2335 
,03977 2280 _ _ _ _ _  2300 

0.03872 2230 
,04980 2260 
,04356 2220 

0.02755 2175 
.02391 2160 
.02545 2200 

0.02853 2095 
.02608 2060 
.02881 2045 
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TABLE II.- ABLATION BEHAVIOR - Concluded 

Heating rate ,  q,,, Total recession in 30 Bet, 111, M a s s  loss rate, m, Surface temperature ,  TsGraphite grade w/cmz 
.. (b) I 

Data obtained with insulation 

Std 0.4533 0.02999 2155 
.4569 .02955 2200 
,4666 ,03272 2190 

Std 0.4498 0.03111 2180 
.4658 ,03132 2180 
.4592 .03292 2185 

Puri ty  
c m  g/cmasec OK 

L1 1 535 Sid 0.4956 
,5034 
.5108 

0.02883 
,02814 
,02703 

2120 
2070 
2145 

Std 0.4945 0.02819 2060 
,5278 ,02845 2080 
,4729 ,02823 2060 

­

-

ATJS 1 515 Std 0.3985 
-

0.02817 2160 
P u r e  0.3668 0.02641 2060 
Std 0.6607 0.03747 2300 

.6706 ,04682 - _ _ _  
P u r e  0.7142 0.05456 2255 

515 Std 0.9385 0.04247 2210 
P u r e  0.7435 0.03333 2180 

q r y s t a l l i t e  orientations: A/G, ac ross  grain; W/G, with grain. 
bPurity designations: Std, as conventionally supplied; Pure,  specially purified. 
dEroded unevenly, yielded a rough, pitted surface. 

Std 0.4559 0.02949 2200 
P u r e  0.3835 0.02703 2140 
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